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Specification 
 

• Hydrated lime rendering cycle for brick walls, by Fassa lime. 
 

• Undercoat S650 
 

• Base coat KB13 
 

• Finish Coat S605 with Fassanet 160 fiberglass mesh bedded inbetween 
 

• Primer and Decorative coat (off white to match neighbours) 
 

• FX526 primer 

 

Access and methodology 

Access will be gained to the rear elevation using suitably certified scaffolding erected by the rendering 

contractor without impact on the local environs. 

Appropriate ground sheets and tarpaulin will be used to minimize the impact of the hacking off works 

and the application of the spray render courses. 

The complete process is expected to take around 5 days. 


